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SAENAM MATERIALS CO.,LTD.

1087-9, Buksa-ri

Jain-myeon

Gyeongsan-city

GYEONGBUK  

Korea

To:

The following merchandise was submitted and identified by the client as :

SGS File No. :         AYAA10-01416B

POWER DRY SHEET

N/AItem No./Part No. :

Product Name :           

Received Date :                  

For further details, please refer to following page(s)Test Results :                  

Test Performed : SGS Testing Korea tested the sample(s) selected by applicant with following results

January 15, 2010

January 14, 2010

Test Performing Date :                 

SGS Testing Korea Co. Ltd.

Jeff Jang / Chemical Lab Mgr

 Pluto Kim

 Cindy Park/ Testing Person
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Sample No. : AYAA10-01416B.001

Item No./Part No. :

Sample Description : POWER DRY SHEET

N/A

Heavy Metals

Test Items Unit Test Method MDL Results

5US EPA 3052(1996), US EPA 6010B(1996), ICPmg/kgCobalt dichloride*(Co) N.D.

Picture of Sample as Received:

*** End ***
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(1) N.D. = Not detected.(<MDL)

(2) mg/kg = ppm

(3) MDL = Method Detection Limit

(4) * :Calculated concentration of cobalt dichloride is based on the identified heavy metal and anion result.

       Calculated concentration of diarsenic pentaoxide, diarsenic trioxide, sodium dichromate, dihydrate,

       lead hydrogen arsenate and triethyl arsenate are based on the identified heavy metal result.

       Identity of above metal substances present in the article has to be further confirmed.

       Calculated concentration of bis(tributyltin)oxide TBTO is based on the identified tributyltin, TBT results.

       The result is a screening test of TBTO and can cover TBTO and other salts under current technologies.

       Further investigation is required if the exact amount of TBTO has to be determined.

NOTE:
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